Sample Number: TE Lab ID: 4612.32

Particle Size Distribution Report
100 I Trrmr i T ™ f I L
ol IN Lo
90 | | I [ | | | 1 I I A
| IR | | | | | gt
! By | \ | Pl
80 i i I | i i [ N —
| T T T A | [ | S Al
| 10 I O O | | | | Lo
70
| Hpy (g I | 1 I
o | Nk | | WY (Lo g
w 60 5 H 1 l S W e
pd
: S I
Z 0 T 1 1 | : : | l\ |
|
@] l IR R \ | | | L
£ . ! ! I ! | 1 AN
o | R0 I O A | \ | | [
| IR RN \ I | | LA
30 | T T | | KT T
| RS (A | | \ 1| A
20 \ | [ | | | ! | LI
| I I O | | 1 Rl
| e p | | | (|
10 ‘\ i it 1 l T | NN AT
e e I \ﬁ\lr |
0 | L | | (RN
100 10 1 0.1 0.01 0.001
GRAIN SIZE - mm.
% +3" % Gravel % Sand % Fines
° Coarse Fine Coarse Medium Fine Silt | Clay
0.0 0.0 0.0 0.0 15.9 82.8 1.3
SIEVE PERCENT SPEC.* PASS? Material Description
SIZE FINER PERCENT (X=NO) SAND, (SP), medium to fine grained
375 100.0
#4 100.0
#10 100.0 Atterberg Limits
#20 99.9 PL= e Pl
#40 84.1
#60 11.0 Coefficients
#100 4.7 Dgg= 0.5172 Dgs= 0.4370 Dgo= 0.3562
#200 1.3 Dgg= 0.3342 D3p= 0.2933 D15= 0.2606
Dyo= 0.2346 Cy= 1.52 Ce= 1.03
Classification
USCS= Sp AASHTO=
Remarks
CADD CODE = CH10D965
" (no specification provided)
Location: USACE Sample # BI-PB-119-10A
y Depth: 0.0 - 5.0 (ft.) Date: 8/7/10

Thom pson En g | neeri ng Client: US Army Corps of Engineers
Project: Contract No. W91278-10-D-0026 - Task 03
Mississippi Barrier Island Restoration Project
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