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Material Description

SAND (SP), medium to fine grained
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Mississippi Barrier Island Restoration Project

Contract No. W91278-10-D-0026 - Task 009
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Particle Size Distribution Report
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Depth: 5.8 - 10.5 (ft)
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Mobile, Alabama
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Location: USACE Sample # BI-PB-140C-11
Sample Number: TE Lab ID: 5054.133
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