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Fine to medium grained, SLIGHTLY SILTY SAND

% Sand

PL

USCS
1221110095

e e e

MsCIP Barrier Island Restoration GT

29.0

CDM/Thompson Engineering V

Medium

L-542

GRAIN SIZE - mm.

VI S e S Sy A S S ———
BT R T e e S S e e S

B g e gy g g s gy Sy Sp———— —————

wolp-———— o fp 4

90
80
70
60

o o o
Yo} < ™

100
20
10

0

d3NI4 LNIDOH3d

0.0
Project No:

Coarse
Client:
Project:

NO)

Fine

0.0
PASS?
(X

% Gravel
Depth: 5.0

Coarse
PERCENT

SPEC.*

0.0

100

PERCENT
FINER

0.0

Mobile, Alabama

% +3"
(no specification provided)
Location: BI-PB-171-12 C
Sample Number: 6480 (32)
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