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Fine to medium grained, SLIGHTLY SILTY SAND
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Material Description

Atterberg Limits

Coefficients

Classification

Remarks

Location: BI-PB-176-12 C
Sample Number: 6480 (44) Depth: 3.7' Date:

Client:

Project:

Project No: Figure
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Particle Size Distribution Report
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