Particle Size Distribution Report
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Material Description

Fine
76.1
Fine to medium grained, SAND
SP

1221110095

% Sand

Medium

USCS

PL
MsCIP Barrier Island Restoration GT

23.6
CDM/Thompson Engineering V

L-693
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Mobile, Alabama
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* (no specification provided)
Location: BI-PB-211-12B
Sample Number: 6480 (51)

Thompson Engineering






