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Date

FINE COARSE
SILT OR CLAY

4/23/14

0.0 to 2.0

0.5 0.05 0.005

Greenish Gray, Poorly Graded Sand (SP).

Nat w%

40 50 703 2 1.5 1 3/4 1/2
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Lab No.

30

HYDROMETER

GRAIN SIZE IN MILLIMETERS

8 16

Other tests, when reported, were conducted in general accordance with

ASTM's D2216, D4318, & D6913.
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