U.S. STANDARD SIEVE OPENING U.S. STANDARD SIEVE NUMBERS HYDROMETER
IN INCHES
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SAMPLE NO. ELEV. CLASSIFICATION PROJECT  Gulf Shores Beach Restoration
COMP Fine sand (SP) AREA Gulf Shores, Alabama
BORING NO. C-46-46A
DATE February, 2000




